
Test Report
Report No: TQT1057N07E-R1 Date: Dec. 22, 2025 Page 1 of 7

This test report is issued by our company in accordance with the service terms printed on the back. Responsibilities, warranties, and legal limitations are defined in the
service terms. Unless otherwise stated, the results of this report are solely for the test sample. This report may not be reproduced in part without permission

Shenzhen Tianqi Testing Technology Service Co., Ltd.
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Applicant: APSEMI (SHENZHEN) CO.,LTD

Address: Qianhai Complex A201, Qianwan Road 1, Qianhai Shenzhen-Hong Kong Cooperation Zone,
Shenzhen, P.R.China

Manufacturer: APSEMI (SHENZHEN) CO.,LTD

Address: Qianhai Complex A201, Qianwan Road 1, Qianhai Shenzhen-Hong Kong Cooperation Zone,
Shenzhen, P.R.China

The following sample(s)was /were submitted and identified on behalf of the clients as :

Sample Name ：PHOTO MOS RELAY, OPTOMOS RELAY, PHOTO COUPLER

Main Test Model ：APY/GAQY210 Series

Additional Model
：APY/ADY/GAQY/OPT0 Series, APV/ADV/GAQV/OPT1 Series,
APW/ADW/GAQW/OPT2 Series, APH/APS/APC/APM Series,
APPL/ATLP/ALP/AEL Series, 4N/6N/CNY/MOC Series.

Sample Received Date ：Dec. 08, 2025

Testing Period ：Dec. 08, 2025 To Dec. 22, 2025

Test Requested ：Selected test (s) in the selected parts as requested by client with the RoHS 2 Directive
2011/65/EU Annex II (EU) 2015/863 as last amended by Directive (EU) 2017/2102.

Test Method ：Please refer to next page(s).

Test Result ：Please refer to next page(s).

Signed for and on behalf of：

Liw wang/Manager Date of issue : Dec. 22, 2025

Shenzhen Tianqi Testing Technology Service Co., Ltd.
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Test Content:

Test Item(s) Test Method Reference Unit Limit MDL

Cadmium(Cd) IEC 62321-5:2013 ICP-OES mg/kg 100 2

Lead(Pb) IEC 62321-5:2013 ICP-OES mg/kg 1000 2

Mercury(Hg) IEC 62321-4:2013+AMD1:2017 ICP-OES mg/kg 1000 2

Hexavalent Chromium(CrVI)
(Metal)

IEC 62321-7-1:2015 UV-Vis μg/cm2 0.13 0.1

Hexavalent Chromium(CrVI)
(Nonmetal)

IEC 62321-7-2:2017 UV-Vis mg/kg 1000 8

PBBs (Next form) IEC 62321-6:2015 GC-MS mg/kg 1000 5

PBDEs (Next form) IEC 62321-6:2015 GC-MS mg/kg 1000 5

Dibutyl Phthalate(DBP) IEC 62321-8:2017 GC-MS mg/kg 1000 30

Butyl benzyl phthalate (BBP) IEC 62321-8:2017 GC-MS mg/kg 1000 30

Di-(2-ethylhexyl)
Phthalate(DEHP)

IEC 62321-8:2017 GC-MS mg/kg 1000 30

Diisobutyl phthalate (DIBP) IEC 62321-8:2017 GC-MS mg/kg 1000 30

PBBs PBDEs

Monobromobiphenyl Hexabromobiphenyl Monobromodiphenyl ether Hexabromodiphenyl ether

Dibromobiphenyl Heptabromobiphenyl Dibromodiphenyl ether Heptabromodiphenyl ether

Tribromobiphenyl Octabromobiphenyl Tribromodiphenyl ether Octabromodiphenyl ether

Tetrabromobiphenyl Nonabromobiphenyl Tetrabromodiphenyl ether Nonabromodiphenyl ether

Pentabromobiphenyl Decabromobiphenyl Pentabromodiphenyl ether Decabromodiphenyl ether
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Sample Description:

No. Description Name

1 Plastic Photomos Relay

2 Metal Metal Pin

Test Result:

Test Item(s) No.1 No.2 -- -- --

Cadmium (Cd) N.D. N.D. -- -- --

Lead (Pb) N.D. N.D. -- -- --

Mercury (Hg) N.D. N.D. -- -- --

Hexavalent Chromium (CrVI) N.D. N.D. -- -- --

PBBs N.D. -- -- -- --

PBDEs N.D. -- -- -- --

Dibutyl Phthalate (DBP) N.D. -- -- -- --

Butyl benzyl phthalate (BBP) N.D. -- -- -- --

Di-(2-ethylhexyl) Phthalate(DEHP) N.D. -- -- -- --

Diisobutyl phthalate (DIBP) N.D. -- -- -- --

Note： 1. mg/kg= ppm

2. N.D.= Not Detected(<MDL)

3. MDL = Method Detection Limit

4. -- = No Testing

5. when Cr(VI) in a sample is detected below the 0.10 μg/cm2 LOQ (limit of quantification), the
sample is considered to be negative for Cr(VI). Since Cr(VI) may not be uniformly
distributed in the coating even within the same sample batch, a "grey zone" between 0.10
μg/cm2 and 0.13 μg/cm2 has been established as "inconclusive" to reduce inconsistent results
due to unavoidable coating variations. In this case, additional testing may be necessary to
confirm the presence of Cr(VI). When Cr(VI) is detected above 0.13 μg/cm2, the sample is
considered to be positive for the presence of Cr(VI) in the coating layer. unavoidable coating
variations may influence the determination Information on storage conditions and production
date of the tested sample is unavailable and thus Cr(VI) results represent status of the sample
at the time of testing.
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Test Process:
1. Test for Cd/Pb Content

Weigh sample and
Place in a conical flask

Add digestion
reagent

Digest samples
on hot plate

Analyze by ICP-OES
Make up with
deionized water

Transfer the digestive
solution into a
volumetric flask

2. Test for Hg Content

Weigh sample and
place in a microwave
digestion vessel

Add digestion
reagent

Digest samples in
microwave

digestion oven

Analyze by ICP-OES
Make up with

De-ionized water

Transfer the digestive
solution into a
volumetric flask
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3. Test for Chromium (VI) Content
Nonmetal material

Adding digestion reagent
Heating to 90~95℃
for extraction

Filtration and PH adjustment

DATA UV-Vis
Adding 1,5-diphenylcarbazide

for color development

Metal material

Spot test Negative Boiling water
extraction

Adding 1,5-diphenylcarbazide for
color development

Positive DATA
A red color indicates the

presence of Cr6+. If necessary,
confirm with UV-Vis.

4. Test for DBP, BBP, DEHP, DIBP, PBB, PBDE Content

Cutting / Preparation Weigh sample Sample solvent extraction

Analyze by GC-MS Filtration
Concentration / Dilution of

extracted solution
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Sample Figure:

Figure 1

Figure 2
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Figure 3

****** End of Report ******
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